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In porousor dispersemedia, the temperature and interfacial behaviors of water and solutions
could bestrongly affectedby confined space effects (CSE). The surface nature of solids could
influence the interfacial phenomena including both CSE and cryoscopic effects caused by the
colligative properties of solutions. Strong changes in the characteristics of adsorption liquid
layers, especially in narrow pores, aatsocaused by decreasing solvent activity. Therefore, it is

of interest to compare the behaviors of water and NaCl solutions underca&ed by
hydrophilic and hydrophobic sorbents. Here, hydrophol&#/i(1) and hydrophilic (A300)

fumed silicas are used as representatives of disperse sorbents with different strfege

and characterized by textural porosity. This porosity is caused by voids between nonporous
nanoparticles (NPNP) forming aggregates, agglomerates of aggregates, and visible particles
(supraNP structures) in the powders of low bulk density. Initial materials and related treated
systems with bound water and NaCl/water were studied using nitrogen adsorption, microscopy,
Xiray diffraction, infrared spectroscopy, thermogravimetry, rheometry, nuclear magnetic
resonance spectroscopy, and quantum chemistry. Water bound to fumed silicas with or without
NaCl could be assigned to several types: weakly (WBW, frozen at 260 K < T < 273 K) and
strongly (SBW, frozen at T < 260 K) bound waters; weakly (WAW, chemical stifedd.5 i

2 ppm) and strongly (SAWL = 41 6 ppm) associated waters. WAW is not observedif80®
systems. Additionally, in the systems with water/NaCl, there is frozen (immobile) water
characterized by melting delay (T >)Tat 273 K < T < 287 K (metastable water, MSW). The
MSW appearance may be explained by release (with certain kinetic delay) of water trapped in
NaCl crystallites dissolved at T >wF 273.15 K upon increasing amounts of liquid water with
increasing temperatureThe difference in the CSE in voids in hydrophobic and hydrophilic
supraNP structures onto bound water could be explained by the suffi@@®Si(ChHs)2
functionalities enhancing the clusterization of water boundkb 1. As a whole, the difference

in the surface nature dAMi 1 and A 300 affects: (i) the NaCl crystallite size distributions; (i)
melting/crystallization temperatures of NaCl; (iii) viscosity and torque vs. shear rate (strain);
(iv) temperature and interfacial behaviors of water alone and NaCl solutions at 285 K;

and (v) effects of dispersion media influencing bound water. Obtained results are of interest not
only from a theoretical point of view but also from a practical one since both silicas are used as
components of composites containing water and NaCl (or other salts) in various practical
applications in medicine, agriculture, etc.
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1. INTRODUCTION

Sodium chloride is an important component of seawater and biological fluids, and it is
involved in many geoand bieprocesses. In aqueous solutions, dissolvég@ N4 ions have
solvation shells with several layers with water moleculds3]L The water molecules in a liquid
phase form a system of clusters and domains [2] binding in the hydrogen bond network (HBN);
however, interstitial molecules are also present without strong hydrogen bond$. [The
dissolved ions can affect the HBN in bulk and pooefined water. The diffraction of slow
neutrons in NaCl and KCI solutions with various salt concentrations shows that water molecules
in the hydration shells of Kions are more orientationally disordered than those arouh@hs,
and tend to orient the dipole moments tangential to the hydration sphere. TibesGbrm the
hydrogen bonds (GIBIT OH) with water molecules and can be easily integrated into the water
HBN [3]. The rotational spectra of NaCl solutions with different concentrations [4] show that
water clusters have a cyclic shape, in which &lad Cl ions interact strongly with the O and H
atoms of water, respectively, and the i8& distance increases with decreasing NacCl
concentration. The structure of the hydration shells of ions of alkali metal chlorides was analyzed
using computer modeling [8]. Special attention was paid to study the question of how strongly
alkali metal ions distort the HBN structure of liquid water. For Na, K, and Cs, the ability of ions
of different sizes to exert both ordering/disordering effects on the HBN has been shown [2]. The
guastelastic neutron scattering [9] using heavy water solutions shows a different behavior in the
ordering of the hydration shell of ions for kosmotropics compared to solutions of chaotropic
ions. This effect increases with salt concentration for the former and decreases for the latter [2].
In both cases, the trends are proportional to the concentration dependence of the solution
viscosity. These results show that kosmotropics and chaotropics can influence the viscosity due
to changes in the water HBN in opposite ways, strengthening it in the first case and destabilizing
it in the second one. The hydration entropy and effects on the viscosity of tlemd&! ions
are smaller than that of other ions [2]. The ordering/disordering effects of thenNaCl ions
on the water HBN are minimal according to the Hofmeister series [2] that is of importance for
the bioprocesses. The mentioned effects of thé Biad Cl ions explain a relatively weak
freezing point depression (FPD) of the agueous solutions (with the colligative properties giving
cryoscopic effects, CE), and the eutectic point is at 252.05 K and 238 MaCl (Fig. 1a) [2,
107 14]. Note that the CE for water/dimethyl sulfoxide (DMSO is a weakly kosmotropic
solvent) are much stronger, since the eutectic points are B2RDX (Fig. 1b), than that for
water/NaCl (Fig. 1a).

Various external factors.g, excess pressure [15], magnetic fields [16, 17], confined
space effects (CSE) [1825], or the presence of @mlvents and solutes [2628] can affect the
structure of the hydration shells of ions, as well as the whole HBN structure. For example, the
X-ray diffraction (XRD) data [15] show that the coordination number of the salt ions increases
from 6 (at 0.1 MPa) to approximately 16 at 1.7 GPa. An increase in the pressure is accompanied
by a significant expansion of the gation shells of the salt ions. This process can significantly
influence the formation of hydrocarbon hydrates in the bottom seawater layégr84R9For
example, since the formation of methane hydrates often occurs near or inside bottom sediments,
the dynamics of the hydrate formation and decomposition could change due to the presence of
the N& and C! ions. However, the methane hydrates form much more easily in bulk water than
in poreconfined water [35], since CSE can significantly affect the strectir water and
hydration shells of the salt ions. These effects could also depend on
hydrophilicity/hydrophobicity of porous media. Therefore, it is of interest to compare the
temperature and interfacial behaviors of NaCl solutions in water bound to hydrophobic and
hydrophilic adsorbentse.g, fumed silicas. These silicas are composed of nonporous
nanoparticles (NPNP) forming aggregates («rt in size), agglomerates of aggregate$ (1
50mm), and visible loose particles in the powders characterized by very low bulk density
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(~ 0.05g/cn?). Three last kinds of mentioned structures could be assigned toNBpoaes,
which can be easily decomposed due to any external actions (wetting, drying, stitting,
affecting the properties and characteristics of whole systems.
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Fig. 1. State diagram of (a) Na@later [10- 14]; (b) DMSOwater; and (cthanges in the
Gibbs free energy for DMSO/water mixtures

Thus, a study of the temperature and interfacial behaviors of aqueous solutions of NaCl
(characterized by the colligative properties) under CSE/CE in different dispersion media is of
interest from theoretical and practical points of view B, 1825, 361 40]. The interfacial
phenomena in a wide temperature range (includingT;, freezing temperature) are complex
since they depend on a lot of factors. Therefore, the aim of this work was to study the state of
water alone and in concentrated NaCl solutions bound to nanoparticles of hydrophobit) (AM
and hydrophilic (A300) fumed silicas in different dispersion media in wide ranges of
temperature and water/NaCl concentrations using several methods applied to both wetted silica
and NaCl/silica samples (letemperaturéH nuclear magnetic resonance (NMREsfioscopy,
thermogravimetry (TG), rheometry, XRD, infrared (IR) spectroscopy) and dried degassed native
silicas (nitrogen adsorption, transition (TEM) and scanning (SEM) electron microscopy).

2. ATERIALS AND METHODS

2.1. Materials

Fumed nanosilicas, diethyldichlorosilane modified A200 (AMi 1, specific surface area
Sset = 178 nt/g, bulk densityrp © 0.05 g/cni) and hydrophilic A300 Geet = 294 nt/g, rp°
0.05 g/cmi) (Pilot plant of Chuiko Institute of Surface Chemistry, Kalush, Ukraine) were used to
study the interactions with NaCl/water of different amounts. One gram of diylAddwder was
stirred in a porcelain mortar to form a compacted material with a bulk densityd.2 g/cni.
The NaCl solutions were prepared in two ways. A mixture of salt and water was equilibrated at
room temperature for one hour with periodic stirring, and then a supernatant fractioegwith
26.4 wt.% NaCl) was used to add to compacted AIM After stirring the mixture for several
minutes, the solution effectively infills interparticle voids of fumed silica to form a homogeneous
system [41]. Similar systems were studied using-temperature¢H NMR spectroscopy [41]
and cryoporometry [41 44]. Two samples of AWML treated with added NaCl solution contain
120 and 240 mg/g of water and 43.2 and 86.4 mg/g of NaCl, respectively. Additionally, a 1:1
mixture of water and NaCl was stirred and then added ta JAK2ZNaCl/2HO/1AMiI 1) and
treated again during several minutes to form uniform blend at corfBgats= h (hydration
degree) = 2 g per gram of dry silica). Similar blends were prepared wgB0ANaCl/water that
gives two samples &= 0.15 and 1 g/g an@naci = 0.15 and 1.0 g/g (with respect to dry silica),
respectively. It should be noted that the initial amounts of water bound id/AN€CI| and A
300/NaCl could diminish due to evaporation during measurements using different methods.
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2.2. Textural characteristics of nanosilicas

To analyze the textural characteristics of initial fwmmpacted nanosilicas (composed of
nonporous nanoparticles, NPNP) degassed at 353 K or 373 K for several hotemjmvature
(77.4 K) nitrogen adsorptidaesorption isotherms (Fig. 2a) were recorded using a Micromeritics
ASAP 2420 adsorption analyzer. The specific surface area (TaBlerlLyalues were calculated
according to the standard BET method [45]. The total pore voldM)ev@lues were estimated
from the nitrogen adsorption ptpo © 0.9871 0.99, wherep and po denote the equilibrium and
saturation pressure of nitrogen at 77.4 K, respectively [46].
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Fig. 2 (a) Nitrogen adsorptiedesorption isotherms (at 77.35 K) for nanosiliciS8@0 and
AMT1 1; and (b) incremental pore size distributions (IPSD) for these silicas calculated using the
isotherms trei@d with NLDFT and DFT methods

Table 1.Textural characteristics of initial indivighl silicas with the DFT method

Sam pl e SeeT Shano Sheso Shacro Vp Vhano Vmeso Vmacro <Rv> | <Rs>

(m?g) | (m?%g) | (m?%g) | (m?g) | (cm¥g) | (cm%¥g) | (cm¥g) | (cm¥g) | (nm) | (nm)
AMi 1l 178 84 84 10 0.466 0.025 0.272 0.169 25.1 6.5
A-300 294 102 171 21 0.524 0.016 0.259 0.248 30.3 6.7

Note The values o¥nancandSwanowere calculated by integration of th€R) andfs(R) functions, respectively, at
0.35 Nnm <R < 1 NM,Vineso@NdSneso@t 1 NM <R < 25 nm, an®/macro@NdSnacro@t 25 nm <R < 100 nm.

A pore model corresponding to voids between spherical NPNP packed in random
aggregates was used in density functional theory (DFT) method [47] to calculate the pore size
distributions (PSD) with respect to the pore voluféR)) (Fig. 2b) and specific surface area
(fs(R)). Thefv(R) andfs(R) DFT functions were used to calculate contributions of nanopores
(Vhanoand Swanoat 0.35 nm <R < 1 nm), mesopored/fesoand Snesoat 1 Nm <R < 25 nm), and
macropores \{macro and Snacro at 25 nm <R < 100 nm). The values ofRg> and Rs> as the
average pore radii were calculated as a ratio of the first momédn{R)for fs(R) to the zero
moment (integration was done over the 0R&r) - 100 Rmaxy) NM range)X =V or Sin Eq. (1))

Rmax Rmax
<R >F{f(RRdR f( Rd (1)

I%‘nin I%‘mn

Additionally, nonlocal DFT (NLDFT) method (Quantachrome software) was used with a model
of cylindrical pores in silica to compute the PSD (Fig. 2b).
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2.3. Scanning (SEM) and transmission (TEM) electron microscopy

TEM (TECNAI G2 F30 microscop€-EIli Philips), operating voltage 300 kV) was used
to analyze the particulate morphology of samples. The powder samples were added to acetone
(chromatographic grade) and sonicated. A suspension drop was then deposited onto a copper
grid covered by a thin carbon film. After acetone evaporation, the dry sample remaining on the
film was studied SEM (FEi SEM, Hitachi §470Q Tokyo, Japanoperating voltage of 15 kV,
and magnification of x503@.00000 or QuantaTM 3D FEG, FEI, USA, voltage of 15 kV) was
used to analyze the morphological features of the initial powder nanosilicas. The images show
aggregates of nanoparticles, agglomerates of aggregates, and various voids between
nanoparticles.

2.4. X-ray diffraction (XRD)

Xiray diffraction patterns were recorded ovef 2571 70° range using a DRQISM
(Burevestnik, St. Petersburg) diffractometer with Cu(Ke+ = 0. 15418 nm) r ad
filter. According to XRD patterns, hydrophobic nanosilica BMtreated with water and
NaCl/water is amorphous as well as hydraphianosilica A300. NaCl (both dissolved and
nondissolved) forms crystallites upon water evaporation.

The XRD data could be used for simple estimation of average sizes of crystallites using
Scherrer or Debyi&cherrer equations [48, 49]. Additionally, the XRD data could be used to
estimate the crystallite size distribution (CSD) functions using full profile analysis of selected
lines or total XRD patterns [5052]. To calculate the broadened line (pure) profile related to the
crystallite sizdaulting effects of materials studied, as well a size distribution function, one could
use two integral equations [5(32]:

lexors(8) =C M p ( €-Dicy puret)dt” 2)
o sin? (psD) .
i(s) Dn D—(psD)2 g(D)dD; (3)

wherelexobs8 is the experimentally observedray diffraction profile,C is a constanthip. is
the instrumental profilei(s) is the purecrystallite size/faulting profileD is the crystallite size,
g(D) is the CSD function, Qis the scattering anglegi is the scattering angle corresponding to

a peak
s=s, -f 2(sing)/ / ZAsin.g / . (4)

The variableUin Eq. (2) corresponds to the angular deviation of a point from the true
Bragg angle Qo; and U and t htbaveatheximénsiom ofy2 The @SDifuadtidn e
g(D) could be computedy solving integral Eq. (2) and then Eq. (3) (note that Eq. (3)
corresponds to spherical crystallites) with a regularization procedure [52, 53]. This approach
could be applied to a selected line or to the full profile of total XRD patterns analyzed after
background subtraction and normalization.

2.5. Infrared spectroscopy

Infrared spectra of the studied samples were recorded using a Fourier transform infrared
(FTIR) IRTracer 100 (Shimadzu) spectrophotometer with a diffuse reflectance (DR) attachment
DRS- 8000A. The infrared spectra were also recorded in the range ofi S8 cm?! using a
Specord M80 (Carl Zeiss) spectrometer. To record the IR spectra, samples 86t & AM 1
alone or with KBr (1 : 300) were pressed into thin pellets (~20 mg).
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2.6. Thermogravimetry

Thermograms (thermogravimetry, TG at the average weight €rfotsmg, differential
TG, DTG, and differential thermal analysis, DTA data) were recorded using a Derivatograph Q
1500 D apparatusPaulik, Paulik & Erdey, MOMBudapest, Hungary) upon heating of samples
(~0.2 g) in air at a heating rate of 10/min from 20 to 1000C. The TG curves show that the
amounts of water in samples under measurements are smaller than the initial ones due to water
evaporation upon sample preparation.

2.7.Rheometry

Rheometric measurements (in air at Z) were carried out using an MCR 92nfon
Paar, Austria)rheometerin a rotational mode (with a rotated disk) with RheoComipass
software. The starting value of shear strain was @®acreased to 6@ (shear rateg = 0.05-

100.0 s?) and then reduced to 0.0& Before the rheometric measurements, all samples (with
0.5 g of airdry silicas) were stirred without and then with added water up to 7 min.

The colloidal or gelike systems are energetically nonuniform with respect to conditions
of the motion of particles or molecules between different coagulation clusters (cages) because of
their structural hierarchy. Therefore, the activation eneE)yof interparticle bond brakeage
linked to the shear viscosity corresponding to this motion (modelled as jumps of particles or
molecules between different cages,, clusters) can be determined in the form of a distribution
functionf(E) [54]

Emax
=17, dx

h(':@:hu +(/7 _hu) _ f(E)dEs 5
0 En ZOI%\T N )
H -1 ]
with the kernelsmr]bl(;g), whereEmin andEmax are the limits of integration and
a’ kT E KT E
z=b'g¢g=cgt— > exp(——)=Ag 2 exp(—). 6
¢ Qr-‘DO = p(kBT) ¢ p(kBT) (6)

Solution of Eq. (5) is well known Hbosed problem due to the impact of noise on
measured data, which does not allow one to utilize exact inversion formulas or iterative
algorithms. Therefore, Eq. (5) can be solved using a regularization procedure based on the
CONTIN algorithm [53, 54] under condition of nonnegativifiz) 2 0 at anyE and fixed or
unfixed regularization parameter determined by statistical analysis of the experimental data.

2.8.NMR spectroscopy and cryoporometry

Low-temperature!H NMR spectra of static samples were recorded using a- high
resolution NMR spectrometer (Varaenxyof4000IBz. i Mer
Ei ght 60e probe pulses were used with a dur
temperature was regulated using a Bruker YJOO0 thermal attachment with an accuracy of +1
degree. Signal intensities were determined by measuringapea& using a signal decomposition
procedure assuming a Gaussian waveform and optimizing the zero line and phase with an
accuracy of at least% for well-resolved signals and +20 for overlapping signals. To prevent
overcooling of water in the objects under study, measurements of the concentration of unfrozen
water were carried out by heating of samples-qu@ed to 210G 215 K. Temperature
dependences of the intensity %f NMR signals were carried out in an automated cycle, when
the sample was kept at a constant temperature for 5 min, and the measurement time was 1 min.
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The process of freezing (thawing) of water bound to solids occurs with changes in the
Gibbs free energy caused by the influence of a solid surface, confined space effects, solutes,
colligative properties of solutions (cryoscopic effects), andateents. Frozen water does not
contribute the recordetH NMR signals due to a narrow bandwidth of 20 kHz and a large
difference in the transverse relaxation time of mobile (liquid water and solutions) and immobile
(frozen water, solids) phases [41]. Water (or other liquids) can be frozen in narrower pores (or
voids between nanoparticles) at lower temperatures as described by theT@drson relation
for the freezing point depression for liquids confined in cylindrical pores at r&ljds- 44].

This relation is the base of cryoporometry giving information of the size distributions of pores
(voids) infilled by unfrozen water.

The area undddG(Cuw) curve determines the modulus of the total changes in the Gibbs
free energyDG vs the amount of unfrozen wateC,) that are caused by interactions of water
with silica and NaCl crystallite surfaces [41]

max
CLIW

gS = -A ﬁ G((:uw) d(:uw1 (7)
0

where C»* is the total amount of water unfrozen Bt= 273 K, andA (> 0) is a constant

dependent on the type of units used in this equation.

Water can be frozen in narrower pores (or voids between nanoparticles) at lower
temperatures as described by the Gifitt/mson relation for the freezing point depression for
liquids confined in cylindrical pores at radiR§41 71 44]

2'5‘STTT'Iu
DT, =T.. TR ‘-——DH' pr= —kg : (8)
f

where Tm(R) is the melting temperature of ice in cylindrical pores of rau3m- the bulk
melting temperaturd)Hs the bulk enthalpy of fusiorr, the density of the solidssi the energy of
solid- liquid interaction, andksT is the GibbsThomson constant (heker = 67 K nm for water).
Eq. (8) was used to determine thad size distributions (VSD(differential fv(R) = dVuw(R)/dR)
filled by bound water unfrozen at< 273 K [55]. Integration of th&/(R) andfs(R) functions at
0.2nm<R<1nm,1nm<R<25nm, and 25 nm R< 100 nm gives the volume and specific
surface area of nanomese and macrovoids (pores), respectively, being in contact with
unfrozen liquids. The specific surface ar&aw)( of adsorbents in contact with bound water
(assuming for simplicity that the density of unfrozen bound water= 1 g/cnf) can be
determined from the amount of this watef?* (estimating pore volume a#&w = C};*/ruw) at

T=273.15 K and pore size distributif(®) with a model of cylindrical pores [55]

_ Y, 20 a 0 fe
SJW_E -1 f(R thQ) g R RdR 9)
v uw - CRun - Rig

where Rmin and Rmax are the minimal and maximal radii of pores filled by unfrozen water,
respectively. In the case of calculations of the structural characteristics of nan®/sidsnn),
mesovoids (1 nm R < 25 nm) and macrovoidR(> 25 nm), theRnin and Rmax values are the
boundaryR values for the corresponding void types (includifigh = 0.2 nm for nanovoids). The
Cc/r,, value should be replaced by the corresponding values of the volumes of nanovoids,
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mesovoids, and macrovoids [41]. The average melting temperaliwre was calculated using
formula [55]

&t 6 4 (10)
<T > %nTC”Wm dT 8 T .?“K 7 dT,

whereTo = 273.15 K, andmin is the temperature correspondinge = 0.

Solid-state'H magicangle spinning (MAS) NMR spectra were recorded using an Agilent
DD2 600 MHz NMR spectrometer (Agilent, USA, magnetic field 14.157 T). A powder sample
in a 4.0 mm pencitype zirconia rotor was rotated at 8 kHz with a recycle delay of 5 s.
Adamantane was used as a reference to estimate the chemical shift of proton resbjance (
Solid-state 2°Si crosspolarization (CP)/MAS NMR spectra were recorded using the same
equipment at a resonance frequency of 199.13 MHZ°&rusing CP/MAS and highowerH
decoupling (spinning at 8 kHz, s 90° pulses, 2 ms CP pulse, and a recycle delay of 3 s), and
tetramethylsilane (TMS) as a reference for¥18 chemical shiftq(*°Si)).

The du(T) function depends on the number of possible configurations of the water
molecules in the hydrogen bonds network strongly affected by hydrophilic and hydrophobic or
mosaic functionalized surroundings and dispersion media [56, 57]. This number is inversely
proportional to the average number of the hydrogen bonds>< according to the hydrogen
bond entropy definition a$ ¢ - kslnnue [56]. The temperature derivative of the measured
fractional chemical shift [56]

_éulnd(T) g:éuln T >g oﬁ (11)
¢ MT G 1] p _@p

should be proportional to the constant pressure specificp€Bt (Cep = T(UST)p). This aspect
was analyzed in detail elsewhere [56].

2.9. Quantum chemistry

Quantum chemical (QC) calculations using density functional theory (DFT) method were
carriedoutusi ng a hybr i d D fithhe teipUDA hasis setBvih7the Gaussian
16 C.02 [58], GAMESS 2024 R2 [59, 60], AMS 2024.1 [61] or semiempirical PM7 (MOPAC
2022.1.1) [62], DFTB+ (ver. 24.1) [63] (with some additional parameters [64]) methods with
seweral program suits. Th#H NMR spectra were calculated using the GIAO method 58
The solvation effects were considered using SMD method [65]. Visualization of the computed
models was carried out using several programsg8p To compute the Gibbs &eenergy of
sol vati on GsGb &£ whergGtandssy are thepGibbs free energies of a molecule
free or bound to silica cluster in the liquid (subscript I) and gas (g) media, respectively. The
calculations were performed taking into account zeymt and thermal corrections to the Gibbs
free energy in the gas phase and for solved molecules and silica clusters using the geometry
optimized uNccpYDAXBIO9RXte t hat -Dfinradecesi empirecdl ¥ B¢
damped atonpairwise dispersionetms into the functional containing rangeparated Hartree
Fock exchange for better description of \d@rWaals interactions. Therefore, this functional
was selected to obtain more adequate results for the gas and liquid (SMD) phases with both
hydrophilic and hydrophobic solvents. The distribution functions of dhevalues were
calculated using a simple equation [57]
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O'Sa eXp[- (dJ - Ql)z]

f(d) =2 p% 5e? : (12)

i

wherej is a number of H atong? is the distribution dispersigmndd; is the calculated value of
thej-th H atom Large structures (up to 18000 atoms) were calculated using the PM7 method. To
calculate the(dh) functions using the PM7 results, a calibration function was used to describe
the dependence between atomic chaggg®M7) and thaely values estimated

di = - 27.38435372 + 83.67491 184, (13)

Eqg. (13) was used to calculate fit€ NMR spectra of water clusters alone and bound to silicas.
To calculate the equation constants in Eq. (13) in linear approximatiordtkalues were
determined for several water eD/os-pUDZ methotas | c u |
the difference between nuclear magnetic shielding of tetramethylsilane (TMS) as standgrd (

and testedq) systems using isotropic values (magnetic shieldingotespurs)s = (S11 + S22 +

s33)/3. The same clusters were also calculated using the PM7 method to obteinvtiges.

Note that similar simplel vs. g correlations are absent for nbgdrogen atoms due to complex
factors affecting the magnetic shielding tensors of raldictron atoms. Additionally, the
equation (Eqg. (13)) constants for H atoms in different compounds (e.g., various organics and
inorganics) are different for different types of compounds and also depend on the types of ab
initio or DFT and semiempiricaé(g, PM3, PM6, and PM7) methods used.

3.RESULTS AND DISCUSSION

3.1. Characterization of nanosilicas

Studied silicas represent loose powders (bulk density ~ 0.05)gvdith nanoparticles
forming aggregates and agglomerates of aggregates (Figs. 3 and 4) responsible for the textural
porosity with various voids (see Fig. 2b) between the particles. The particulate morphology of
AMil and A 300 is similar (Figs. 3 and 4), but ANl is composed of slightly larger
nanoparticles with broader particle size distribution than those- 80@ (Fig. 5). Both ANI1
and A 300 silicas are composed of amorphous nanoparticles (Fig. 6a), which include nuclei
(Fig. 6b) formed in the flame at high temperatures and densely packed in NPNP. The pore (void)
size distributions (PSD) are broad for both silicas (Fig. 2b) with predominant contributions of
mesopores (1 nm R < 25 nm in radius) and macropord® ¥ 25 nm). After compaction or
hydro-compaction of nanosilicas they are remained predominantly meso/macroporous with the
pore volume ofV, = 1.51 2.5 cn¥/g [41, 70i 72]. Therefore, main fraction of water or NaCl
solution could be localized in mesopores and macropores of pretreated silicas. The dispersion
media can affect the location of the clusters and domains of water or related solutions in different
pores (voids), and NMR cryoporometry allows us to analyze these effects [41].

Stirring of saturated salt solutions or NaCl/water (1:1) mixtures with silicas could result in

the formation of salt crystallites because interfacial water is a poorer solvent than bulk one [41].
To determine the sizes of these crystallites. (coherent scattering regions, CSR)ray
diffraction patterns (Figs. 7a,c and 8) could be treated to analyze the CSR size distributions.
More complex size (CSR) distribution functions of NaCl crystallites are observed at lower
content of the salt (Fig. 7b,d). It should be noted that evaporation of a fraction of water (the
preparation of samples was carried out in air under standard conditions) can enhance the NaCl
crystallization before the measurements. This effect could be stronger for the systems with AM
1, since hydrophobic silica more weakly interacts with watete(infra theoretical modeling
results), which could form larger domains in larger voids in siiitatructures.
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Stronger evaporation of water from AM is well seen from the thermogravimetry (TG)
data (Fig. 9). For example, the water evaporation froni AMaCl/water at initiah = 2 g/g and
A- 300/NaCl/water at initiah = 1 g/g results in similar TG data on removed watfr«200 C.
An increase in the NaCl content (and water amount) results in a shift of the first CSR size peak
toward larger sizes of NaCl crystallites (Figo,d). The observed changes in the NaCl crystallite
sizes dependent on the NaCl content and water amounts could affect the interfacial and
temperature behaviors of bound solutions and other characteristics of the systems.

According to the differential thermal analysis (DTA) data (Fig. 9), melting temperature of
NaCl crystallites is lower (765 793 C) than that of the bulk salt (80C). This effect depends
on the NaCl content and silica kind. Subsequent cooling of the samples results in NaCl
crystallization at temperatures lower (285 C) than melting one. This effect as well as the
melting one depends on the NaCl content and system kind. As a whole, the melting and
crystallization temperatures are lower at smaller content of NaCl (due to a difference in the sizes
of NaCl particles bound to a silica surface), and the effects are stronger for the systems with
hydrophilic A-300. This can be explained by stronger interactions of smaller NaCl crystallites
(Fig. 7) with polar silica surface of-800 composed of smatlldNPNP than those of AM
(Fig.5). These effects are observed after water evaporation due to heating upon the TG
measurements. The difference in the CSR size distributions (Fig. 7b,d) without sample heating
suggests a certain difference in the behavior of the BMaCl/water and A300/NaCl/water
systems under investigations at room temperature dr <tTs using various methods.Q,
rheometry, FTIRH NMR) applied to initially prewetted samples. However, the IR spectra
(Figs. 10 and 11) demonstrate that +strong heating of samples (of very low amounts) by the
IR beam during the measurements results in a significant removal of bound water. Despite this
effect, residual bound water and NaCl crystallites completely cover the silica surface since the
characteristic band of free silanols (at 373040 cm') is not observed for the
A- 300/NaCl/water systems (Fig. 10). For AL the bands related to the & stretching
vibrations are less sensitive to NaCl/water bound toi ANNPNP. However, certain spectral
changes are observed for the CH groups in thé BMaCl/water systems since a marked band
appears at 2856 ci(Fig. 10) in comparison to wetted AN without NaCl (Fig. 11). This
suggests that NaCl crystallites are well distributed at a surface not onk3604ut also ANI1
and can interact with the surface dimethylsilyl groups.

The infrared spectra (Fig. 11) show that mechanical treatment of wettéd Adh lead
to the appearance of free silanol groups as weak basgs: © 3750 cm!. Water bound to
pretreated ANI1 affects a band at 3688660 cm? related to hardly accessible hydroxyls, and
this effect depends on the sample prehistory. Therefore, it could be assumed that water has direct
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contact with AM 1 surface patches (siloxane bridges and residual hydroxyls) between the
dimethylsilyl (DMS) groups. The area of these patches can be increased during mechanical
treatment partially removing the DMS groups. Under pressing of Akt 1300 atm, the DMS
functionalities remain (bands at 362800 cm?); however, the band intensity decreases. The
amount of bound water (a broad band at 36@D00 cm?) depends on pretreatment conditions

and a type of silica. It should be noted that the IR spectra (Fig. 11) are normalized to a band at
187071 1860 cm! related the! Si- O- Sit overtone vibrations in NPNP interior and used an
internal standard to normalize the amount of sample in the IR beam. Some IR bahds non
characteristic for silica and DMS functionalities are due to certain admixtures presented in
dimethyldichlorosilane used to modify fumed silica280 during the synthesis of AM.
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Fig. 9. (ae) DTA, DTG, and TG curves for studied samples with)(AMi 1/NaCl/water and
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(curve 1), preheated at 126 for 2.5 hours (2), compacted with water and pressed into a thin
pellet at 1300 atm (3), andi 800 unmodified (4) and preheated at 460for 1 hour (5)

Table 2 Samples under rheometric studies

Silica NacCl (g/g9) H20 (g/9)
AMi1 0.1 0.1
AMi1 1.0 1.0
AMI 1 2.0 2.0
AMi1 - -
AMI 1 - 0.1
AMi1 - 1.0
AMi1 - 2.0
Ai1300 0.12 0.12
Ai1300 2.0 2.0
Ai1300 - -
Ai1300 - 0.1
Ai1300 - 1.0
Ai1300 - 2.0
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Fig. 12 Viscosity as a function of shear rate for (a) AMvater and ANl 1/NaCl/water and (b)
A1 300/water and A300/NaCl/water at different hydration (NaCl contents are equal to the
hydration degref, Table 2)

The rheometric measurements of the wettedi AMaCl and A 300/NaCl (Figs. 1216,
Table 2) show that the viscosity is greater for the hydrophobi¢JA8§stems than that based on
hydrophilic A- 300. The systems with the presence of NaCl are characterized by higher viscosity
than that of silica/water (free of NaCl) in the total range of the shear rate r@arg6.05- 100

s1) used. As a whole, these systems demonstrate the pgkastic behavior with the viscosity
decreased with increasing shear rate up to 70@sa minimal content of NaCl bound to AN
wetted (Fig. 14b), the storage modulus (related to the stored energy, elastic portion) is higher
than the loss modulus (related to the dissipated energy, viscous portion). However, with
increasing NaCl content, a contribution of dissipated energy increases at greater shear strain
values (> 10%) (Fig. 13d,f) and it becomes higher than the storage energy. This effect increases
and appears at lower shear strain values with increased amounts of bound salt/water. These
results could be explained by increasing contribution of larger NaCl crystallites with increasing
salt contain (Fig. 7b,d). Similar effects are observed for the systems based on hydro@tiic A
(Fig. 15). However, the difference in the surface structure of silicas plays a certain role (comp.
Figs. 13, 15, and 16). The torque shear strain curves show two kinds of the system behavior at
lower (@< 1- 2 %) and higherd> 2- 6 %) shear strain.

Upon an increase in the shear strgiman initial part atg < 1 - 2% corresponds to
endothermic processes of agglomerate/aggregate decomposition with increasing tord @
> 2%, thet values decrease with exothermic effects caused by certain rebuilding of thé&\Bupra
structures of different origin. However, in all cases (Figd.153 the reverse branch (with
decreasing shear rate from the maximal one) is located below the initial branch (increasing shear
rate, strain) since the rebuilding of destroyed siNfPastructures does not reach their levels
characteristic for the initial systems with silica/water and silica/NaCl water. Thus, the
endothermic effects of breakage of supia structures should be greater than the exothermic
ones upon rebuilding new supkP structures (mainly due to electrostatic and-derWaals
binding). The endothermic effects could be analyzed with respect to the activation energy of
decomposition of suptBlP structures with increasing share rate. The difference in the system
kinds causes certain differences in the distribution functions of the activation energy (AED) of
decomposition of interparticle bonds (enhanced breakage of aggregates/agglomerates with
increasing gvalue) with increasing shear rate (strain) (Fig. 17). The studied systems are
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relatively complex since they include a certain structural hierarchy with silica nanoparticles
forming aggregates and agglomerates (Figs$)3various NaCl crystallites (Fig. 7), water
domains with various amounts of dissolved NaCl (decreased in water layers closely located to
the surface). Therefore, the AED functions could include several peaks (Fig. 17). More rigid
structures are decomposed at higher shear rates and need higher activation energy. The highest
energy peaks of AED are observed at a minimal content of salt/water, especially for
A- 300/NaCl/water (Fig. 17c) due to increasing friction between the rheometer disk and sample
studied. As a whole, the activation energy (Fig. 17) is greater for the systems based bn AM
characterized by higher viscosity values (Figsi1¥). The observed differences in the
properties and characteristics of the systems based aifl Avild A 300 (Figs. 217) could
appear in the interfacial phenomena studied at low temperaturestsiNlIR spectroscopy

and cryoporometry.
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Fig. 17.Activation energy of breakage of interparticle bonds for wetted samples with (&) AM
1/NaCl/water, (b) AM 1/water, and (c) A300/NaCl/water and /A800/water
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Fig. 18.'H NMR spectra of water/NaCl bound AN in (a, d, g) air, (b, e, h) CD&land (c, f, i)
CDCl3 (70%)+CCl (15 %) +DMSO-d6 (15%) ath = (ac) 0.12, (df) 0.24, and (g) 2.0 mg/g,
and Guaci = (ac) 0.043, (&f) 0.086, and (g) 2 g/g (per gram of dryilica)
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Fig. 19 'H NMR spectra (in the range of laav values) of water/NaCl bound (a)y 800 and
(a-e) AMi 1 in (a) air, (b, d) CDG| and (c, €) CDGFCCL+DMSO-d6 ath = (a-c) 0.12 g/g,
(d, e) 0.24 g/g

3.2. Interfacial and temperature behaviors of NaCl solutions bound to silicas

For AMi 1/NaCl/water (Figs. 18 and 19) and 200/NaCl/water (Fig. 20) samples
located in air and studied using ldemperatureH NMR spectroscopy of static samples with
increasing temperature from 215 to 287 K, bound water provides a broad signal (of intensity
increased withT) at the chemical shift of proton resonandg)(corresponding to strongly
associated water (SAW) [41] dti = 4 - 6 ppm. Thesealh values are because the water HBN
structure in SAW is similar to that in liquid bulk water. The signal intensity of unfrozeh<at
Tf) water increases with increasing temperature from a certain minimum value corresponding to
freezingout of the most water present in the samples (~215 K) to the intensity of completely
thawed ice (water at 287 K).

At lower temperatures, there is a downfield shift ihcreases) and certain asymmetry of
the band shape (with a longer wing toward higlevalues) since more deshielded protons are
being in stronger hydrogen bonds in water unfrozen at lower temperaturéd/water/NaCl
being in weakly polar deuterochloroform medium (Fig. 28, in addition to the SAW signal,
one or two signal s app€&a R ppnrthaticald bemmerpeted as n g e
signals of weakly associated water (WAW) (Fig. 19). The molecules in WAW either do not form
the hydrogen bonds with other moldes (such as interstitial water molecules) or form 2
ones per a molecule (with participation both H and O atoms of each molecule in 1D or 2D
structures) instead of four hydrogen bonds per a molecule in SAW (3D structures). The
maximum WAW signal intensity is observed for a sample containing a minimum amount of
water f = 0.12 g/g), which is more strongly clustered. The relative intensity of the WAW signal
decreases with increasing AM wetting due to an increase in contribution of SAW (water
becomesdss clustered). The addition of a polar substance (DMSO) to the dispersion medium
(CDCls, CDCk+CCly) does not prevent the formation of WAW (Fig. 19c,f,i). However, an
additional signal of structures with-i@- H@S(Me» a p p e ay =s3 ppnt. It should baoted
that WAW is not observed in the-800/NaCl/water system (Fig. 20) in contrast to theTAM
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systems since the =Si(GH6umbr el |l asd strongly enhance

surface of AM 1 (especially at low amounts of water). Thus, even at the presence of the polar
component (DMSO) in the dispersion medium, the structure of water clusters and domains in the
NaCl solution bound to a surface of silica with bound NaCl crystallites changes slightly. This

could be explained by low kosmotropic and chaotropic properties of theafdh Ci ions,
respectively [14], as well as low kosmotropic properties of DMSO.
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Fig. 21.Solid state NMR spectra of (4
Fig. 20. 'H NMR spectra of water in theiA (MAS, 8 kHz) and (b, c§°Si (CP/MAS)
300/NaCl/water systems at (a,@yaci=h=  (Agilent DD2 600 MHz NMR spectrometer
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DMSO molecules cannot effectively penetrate into interfacial water clusters since this
water is a poor solvent. Possibly, wa@MSO structures are predominantly localized in the
dispersion medium phasege., water is dissolved in DMSO, but DMSO is not dissolved in the
interfacial water, but DMSO is dissolved in chloroform. This leads to the cryoscopic effects (in
addition to CSE) for both DMSO/water and NaCl/water solutions overlapping with CSE. As a
whole, the CSE can partially inhibit the cryoscopic effects due to the diminution of solvent
activity of bound water [73,74]. However, this inhibition could be smaller for DMSO/water (in
the dispersion medium) than for NaCl/water located at the silica surface. This assumption is
confirmed by the minimal &> values (Table 3) and observation of relatively intenshte
NMR signals at 215 K (Fig. 18c,f,i) for the systems containing DMSO addition (due to
cryoscopic effects).

For all studied systems based on RMthere is a general trend ofanma@ s e { n t h
value with decreasing temperature (Fig. 22a). This could be explained by certain stabilization of
more ordered forms of bound water possessing lower mobility at lower temperatures. The
absence of | i n g & tempergiuee mayehaue ¢osthe dofmation of different
types of clusters and domains, which include both dissolved and undissolved sodium chloride
and water molecules being under different confined space effects and characterized by different
cryoscopic effects. Stronger chag e s | values {dewnfigld shift) are observed at a minimal
h value for a AM 1/NaCl sample located in air (Fig. 22a). This corresponds to maximal changes
(decrease at low and increase with increasing temperature) in the HBN entropy (FigdR2b
An increase inh (and Cnac) leads to relatively small changes in tb@) valuesvs. T
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(Fig. 22b, curve 3). A similar result is for strongly bound water (SBW unfroz€x&60 K) in

AMT 1/NaCl/water located in CD&medium (Fig. 22c). Appearance of DMSO in the dispersion
medium affects the temperature behavior of water (Fig. 22d). This is because of transfer of a
fraction of water from the interfacial layers into a DMSO fraction. DMSO/water and water could
be located in different voids under different confined space effects with addition of the
cryoscopic effects for DMSO/water (Fig. 1b) with different changes in their Gibbs free energy
(Fig. 1c). The latter is similar to changes in @ values due to interaction of water with a
silica surface (Table 3, Fig. 23). Of course, all these effects depend on the water amounts. A
minimum of S(T) observed at 245 K is not only at mininfabut also ath = 0.24 g/g (due to
freezingout of a fraction of SBW). There are several maxima(®f due to melting of frozen

SBW (at 245255 K), weakly bound water (WBW) (at 26073 K) at different amounts of SAW

and WAW, water with delayed melting (kinetically (since heating rate is not small) or due to
NaCl crystallization/dissolution effects and release of trapped wat€ry @73- 287 K (Fig. 22

bi d).
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Fig. 23 Unfrozen amounts of wateCyw) vs.temperature and changes in the Gibbs free energy
(DG) for (a c) AMi 1/NaCl/water and (d) AR300/AMi 1/water ath = (a) 0.12, (b) 0.24cf 2.0,
and (d) 0.15 and 1 g/g

The temperature behavior of bound water is also well observed in cur@es . Tand
DG vs. Gw (Fig. 23). The amounts of unfrozen watsttemperature depend on several factors:
() the freezing point depression (FPD) due to confined space effects since water can be frozen in
narrower pores (or voids between nanoparticles) at lower temperatures as described by the
Gibbs Thomson relation for FPD for liquids confined in pores; (ii) cryoscopic effects giving
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FPD due to the colligative properties of the solutions of NaCl/water and DMSO/water (Fig. 1);
(iii) crystallization and dissolution of NaCl; (iv) changes in the solvent activity and mobility of
bound water depending on the confined space effects; and (v) changes in the location of bound
water depending on the dispersion media kinds.

Table 3. Characteristics of unfrozen water (WAW and SAW, and WBW and SBW) in aqueous
solutions of NaCl (with a fraction of solid NaCl) bound to AMor Ai 300 in different

dispersion media (studied using kiemperaturéH NMR method)

. Chnacl tuw® tuw” tuw™
Sample Medium o) | g | (mgig | (mgig) | (mgig)
A1 300 Air 0.15 0.15 80 34 36
A1 300 CDCls 0.15 0.15 102 43 5
A1 300 Air 1.0 1.0 617 203 180
AMT 1 Air 0.12 0.0432 62 24 34
AMT 1 CDCls 0.12 0.0432 64 23 33
AMT 1 CDClz+CClL+DMSO-ds 0.12 0.0432 86 11 23
AMT 1 Air 0.24 0.0864 113 32 105
AMT 1 CDCls 0.24 0.0864 124 38 78
AMT 1 CDCl+CCl+DMSO-ds 0.24 0.0864 164 16 60
AMT 1 Air 2.0 2.0 341 398 1.261
AMT 1 CDCl; 2.0 2.0 373 110 1.517
AMT 1 CDCl+CClL+DMSO-ds 2.0 2.0 922 620 458
Continued table 3
: - 0Gs Js <Tm> Snhano,uw Smeso,uw
Sample Medium (kImol) | (Ig) (K) (m%g) | (m%g)
A1 300 Air 3.00 5.35 246.9 10 12
A1 300 CDCls 2.94 10.77 233.3 83 11
A1 300 Air 2.14 37.40 248.3 0 76
AMi 1 Air 2.91 4.07 247.6 7 8
AMi 1 CDCls 2.73 4.31 246.4 7 7
AMi 1 CDClz+CClL+DMSO-ds 2.90 8.78 220.9 77 7
AMi 1 Air 2.75 6.79 248.0 10 17
AMi 1 CDCls 2.88 9.65 240.2 36 13
AMi 1 CDClz+CClL+DMSO-ds 3.08 18.53 215.0 203 10
AMi 1 Air 2.74 20.91 252.1 25 38
AMi 1 CDCls 2.90 28.27 246.5 131 45
AMi 1 CDClz+CClL+DMSO-ds 2.91 101.24 236.0 0 143
Continued table 3
. Vnano,uw Vmeso,uw Vmacro,uw
Sample Medium (cm¥g) (cm?lg) (cm?lg)
A1 300 Air 0.005 0.096 0.049
A1 300 CDCls 0.038 0.102 0.010
A1 300 Air 0 0.757 0.243
AMT 1 Air 0.003 0.076 0.041
AMT 1 CDCls 0.003 0.077 0.040
AMT 1 CDCls+CClL+DMSO-ds 0.034 0.055 0.031
AMT 1 Air 0.005 0.131 0.104
AMT 1 CDCls 0.016 0.132 0.092
AMT 1 CDCls+CCL+DMSO-ds 0.090 0.081 0.069
AMT 1 Air 0.011 0.445 1.544
AMT 1 CDCls 0.059 0.441 1.500
AMT 1 CDCls+CClL+DMSO-ds 0 1.221 0.779

Note. Amounts of samples ara.0.1 g, medium volume (in an ampoulek& 0.9 ml (CDC} or CDCk (70 %) +
CCly (15 %) + DMSO (15%)).
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Note that all the mentioned effects can differently affect the amounts of SAW, WAW,
SBW, and WBW as well as the contributions of SBW and WBW in SAW and WAW. For SBW,
the changes in the Gibbs free energy are maximum negative due to adsorption interactions in
narrow voids between nanoparticles and in thin surface layeBsat>| 0.5 kd/mol (Fig. 23).

WBW is characterized by negati®G at the modulus of 0 <D{5| < 0.5 kJ/mol. There is a
fraction of water giving an increase @w at T > 273 K (this water could be assigned to
metastable water, MSVGu™, Table 3). The appearance of this water is due to delay of melting

of WBW/SAW (minor) and changes in NaCl states due to dissolution of crystallites with
increasing temperature (since the amount of unfrozen water increases) resulting in release of
water trapped in these crystallites. The amounts of water corresponding to each kind can be
defined as the concentration of SBW, WBW, and MS®\,{, Cu", and Cuw™, respectively,

Table 3). The characteristics of these different types of water are summarized in Table 3.
Typically, the water amounts located in nanopores (voiddR & 1 nm is relatively small
(Vhanouw Table 3, Fig. 24) and depends on the water/NaCl amounts and dispersion media kind.
The presence of CDgleads to an increase in this fraction of water (especially, for tH80O@
systems, Fig. 24a,b) because chloroform can displace water into narrow pores inaccessible for
larger CDC% molecules than ¥D or into broader pores (Fig. 24) [41]. Both displacements result

in a decrease in the contact area between immiscible liquids. The main fraction of unfrozen
bound water is located in mesopores (Tabl&/so,uy and macroporesVacrouwy (Fig. 24).
However, the main contribution into the surface area in contact with unfrozen water (Table 3,
Shano,uw@NdSmeso,uy IS due to water located in nanopores.

The average value of melting temperature of frozen water (Tabl&3;) 45 minimal
with the presence of DMSO in the dispersion media due to the strong cryoscopic effect observed
for the DMSO/water mixtures, especially @bmso 50 - 70% (Fig. 1b). These systems are
characterized by maxima values (showing the modulus of total changes in the Gibbs free
energy due to interactions of water with surroundings) as well as maximum valdgs ahd
IDGs| (related to SBW). It should be noted that the Gi@ithout DMSO) effects more strongly
depend on the amounts of water (Table 3, Figs. 23 and 24). The colligative properties of
NaCl/water results in a specific effect, which is better seér~aEnaci= 2 g/g (Fig. 23c), when
Cuw is practically constant &t = 255 270 K (air and CDGldispersion media). These systems
are characterized by zero contribution of bound water in clusters/domains of small Bizeg at
nm (WCS, Fig24g, h).

It should be noted that thé.w™ value (Table 3) may depend on various experimental
conditions €.g, heating rateCnaci, h). However, the MSW amount depends mainly on the
lifetime of the metastable NaCl crystallites transforming into the solutidn>a273 K. Here
MSW was observed during 15 min.

Theoretical modeling (Figs. 282, Tables 4 and 5) shows that NaCl dissolved or
undissolved norstrongly affects the characteristics of bound water. This is in agreement with
low kosmotropic and chaotropic properties of the' idad Cl ions, respectively [14]. The
experimental'H NMR spectra are simpler (and narrower) than theoretical ones due to the
differences in the model and real systems (with respect to particle sizes (Fig. 25), amounts and
location of water, sizes of its clusters and domains, teryeraeffects, protoexchange
reactions, etc). However, theoretical modeling gives correct (both qualitatively and
guantitatively) changes in the systems based on hydrophobic and hydrophilic silicas. First, it
shows the WAW appearance at a surface off AM5econd, the interaction energy of water with
hydrophobic silica is lower than that for hydrophilic one (Tables 4 and 5), and the effects of a
silica surface strongly decrease for distant water layers. Third, the probability of dissociation of
water moleales at a surface of AM is lower than that at a surface of hydrophilic silica where
Eigen (BO") and Zundel (HO.") cationsappear (Fig. 26) that affect the temperature and
interfacial behaviors of bound water. However, in the case of the interaction of water molecules
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with residual silanols at a surface of Al the Eigen and Zundel cationsould appear

(Fig. 26b). Fourth, the water clusterization increases with decreasing amounts of water and this
effect is much stronger for AM. than for hydrophilic silica (Figs. 281), and it is enhanced by
chloroform (as dispersion medium) providing increasing contribution of WAW (Fig. 28). Sixth,
the presence of dissolved or undissolved NaCl weakly affects the chemical shifts of bound water
(Fig. 29 31).

For dimethylsilytmodified silica, the Gibbs free energy of solvation in water is negative
for completely hydrophobized surface (in contrast to silica completely modifiede.by,
trimethylsilyl groups), despite its increases with increasing degree of the surface
hydrophobization (Fig. 32). This explains (i) the possibility of wetting@mdpletely sinking of
compacted ANI1 in bulk water; and (ii) certain effects observed upon rheometric measurements,
e.g, two types of relationships between the torque and shear strain as well as between the storage
and loss moduli and shear strain.

Table 4. QC computation results on water interaction with hydrophobic and hydrophda&ss
(methods: PM7 and DFTB+)

Interaction energy per one water moleculdEw (kJ/mol)

System PM7 DFTB+
i27.4
(95 HO)
148.6 (45 HO) 710.0
Cluster (95 H0)

(SiO4/2)44(OH)3(Si(C H3)2)21

119.9(213 HO)
133.6 (104 HO)
Cluster AM 1

o 6.0
;i’:@*{ée*r (213 HO)
)"‘\

125.4 (96 HO)
137.2 (50 HO
Cluster
(SiOu/2)aawith 24(OH)

125.7 (137 HO)
139.5 (70 HO)
Cluster
(SiO4/2)38With 40 OH
G R 112.8
A Sk e (125 HO)
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Table 5.DFT (WB97X-D/cc-pVDZ) computation results on water interaction with hydrophobic
and hydrophilic silica

Interaction energy per one water molecule
Exw (kJ/mol)

149.2 kd/mol per 1 kO (with consideration of
interactions between water molecules)
129.0 kJd/mol per 1 O between cluster and
shell

178.2 kd/mol per 1 kD between cluster and
shell (H+ transfer from silica toward water
shell)

+ 3H0
162.1 kd/mol per 1 kD between cluster and
shell §62.5 kJ/mol with consideration of
interactions between water molecules)
+4H,0
Silicai water shell (with no Htransfer) and 1

Defect in cluster volume ($0100H26): 4H replace Si in (Sig))aa H-O is intraparticle molecule
with 24(0OH) +3HO 176.8 kd/mol

ey +8 H,0
3 -90.2 kJ/mol

11 HO
176.4 kd/mol

22 HO
157.2 kd/mol

42 KO
7151.0 kd/mol

10H,0
-108.7 kJ/mol

Cluster AM 1
(SiOup)sswith 8(OH) + 31(Si(CH),)
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Fig. 25.Patrticle size distribution of initial A300 powder according to small anglera§
scattering (SAXS) data and sizes of some silica clusters (with 22, 44, and88e3i@hedrons)
used n quantum chemical calculations

(b)

water iOH

Fig. 26.Theoretical (GIAONVB97Xi D/cci pVDZ) *H NMR spectra of water
(molecules and ions) bound to (a) hydrophilic (curve 1, 44,8i€@rahedrons + 43}D) and
hydrophobic AM 1 (curve 2, 44 Sig» + 19Si(CH)2 + 9H0) silica clusters, as welH lines

linked to the! SiOH and { 0);Si(CHs)2 groups; and experiment#i MAS (curve 3) and static
(curve 4) NMR spectra of A300/AMi 1 (1/1) blend (note that the surface SiOH and
(- O)Si(CHs)2 groups in A 300 and AM 1,respectively, do not contribute the spectrum (4) of
the static samples), and (b) weakly wettediAMnodelled by (Si@.)sswith
8(OH) + 31(Si(CH)2) +10H:0 (Table 4, last row)
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Fig. 27. Theoretical (PM7 with correlation function @ vs gy based on DFvB97Xi D/cci
pVDZ and PM7 calculationsH NMR spectra of water bound in a void between three particles
of AMi 1 at different distributions of water in larger and smaller cluster=aa) 0.1 g/g and (b)
0.31 g/g (experimental curve corpesids to AM 1 at low hydration)
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Fig. 28 TheoreticalH NMR spectra of wate!
(a) alone and bound to AM nanoparticles
and (b) bound in voids between five AU
particles (ah = 0.2 g/g) without (curve 1) or
with CDCk (2); experimental curves (curve
3i 6) corresponding to treated ANI at lower
(0.02 g/g, curves 3 and 4) and higher (0.2
g/g, curves 5 and 6) hydration without (3, ¢

or with the presence of CD{JH4, 6)
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Fig. 30.TheoreticalH NMR spectra of
water/NaCl (curvesin3) with undissolved
NacCl (1) or dissolved NaCl (2, 3) or NaCl
dissolved in water bound ®Mi 1 (4) or

A1300 (5)

Fig. 31.Theoretical and experimentdl NMR
spectra for systems based on wetted
AM7 1/NaCl and A 300/NacCl

Fig. 32 Gibbs free energy of solvatios. a
number of trimethylsilyl (TMS) and
dimethylsilyl (DMS) groups in silica clusters
Sig012(OH)(OSIi(CHs)z)sn (n= 8, 7,

calculated using SMD/B97Xi
D/cc- pvDZ//cci pVDZ for water (TMS and
DMS), ethanol, and-hexane (TMS) as
solvents

CONCLUSION

Water alone and concentrated aqueous solutions of NaCl can be easily introduced into
interparticle voids not only of hydrophilic fumed silicd 3200 but also hydrophobic fumed silica
AMi 1 by simple stirring of the blends in a porcelain mortar using pretreated compacted silicas.
This explains by relatively low hydrophobicity of AN containing pakcrosslinked
di met hyl silyl groups (these short hydrophobi
the surface) and residual silanols at a surface. Both NaCl (including solution and crystallites) and
water are relatively uniformly distributed in interparticle voids of the si{#?astructures of both
silicas.

In air, water alone or clustered salt solutions (SAW fraction) bound to fumed silicas
(compacted to reduce the effects of residual air microbubbles) have a structure similar to that of
liquid water because the Nand Cl ions are weakly kosmotropic and chaotropic, respectively.

In weakly polar CDGCJ dispersion medium, in addition to tHel NMR signal of strongly
associated water, one or two signals of WAW clustered with partially broken HBN are observed
in the spectra of wetted AM./NaCl. However, WAW is ot observed for wetted iB00/NacCl,
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